
Inspiration Card 2

Group D & E

Broken Twill Weave – D 
Canvas 2 – D

 Melange Nap – D
Re-wool – D

Steelcut 3 – E     
Steelcut Trio 3 – E

Steelcut 3
Designed by Frans Dijkmeijer and Giulio Ridolfo

Application Offices, hotels, institutions, domestic use. Great durability.  
Description 90% new wool, worsted, 10% nylon.  
Width app. 140 cm (55 inches). Weight app. 825 g/lin.m (26.6 oz/ly).  
Piece dyed. Foreign fibres may occur in light colours. Colour differences may occur.  
Selvedge/Direction 
Abrasion App. 100,000 rubs acc. to the Martindale method. EN ISO 12947*. 
Lightfastness (ISO) 5-7. 
Pilling (EN ISO) 3-4. 
Fastness to rubbing (ISO) dry 4-5, wet 4. 
Sound absorption (EN ISO 354) 0.65/Class C {flat), 0.80/Class B (waved).  
Airflow 1014 Pa s/m. 
Flame resistance: AS/NZS 1530.3. AS/NZS 3837 Class 2. ASTM E84 class A unadhered. 
ASTM E84 Class B adhered. BS 5852 Grib 5 with treatment. BS 5852 part 1. EN 1021-1/2. 
IMO FTP Code 2010:Part 8. NF D 60 013. NFPA 260. SN 198 898 5.3 with treatment. UNI 
9175 1IM. US Cal. Bull. 117-2013. ÖNORM B2 / Q1. (Copy of test report available).  
Care Please see the ISO symbols.
Disinfection, see www.kvadrat.dk.

Re-wool
Designed by Margrethe Odgaard 

Application Offices, hotels, institutions, domestic use. Great durability.  
Description 45% recycled wool, 45% new wool, worsted, 10% nylon.  
Width app. 140 cm (55 inches). Weight app. 540 g/lin.m (17.4 oz/ly).  
Yarn dyed. Colour differences will occur.  
Selvedge/Direction            
Abrasion: App. 100,000 rubs acc. to the Martindale method EN ISO 12947*.  
Lightfastness (ISO) 5-7.  
Pilling (EN ISO) 4. 
Fastness to rubbing (ISO) dry 4-5, wet 4-5.  
Sound absorption (EN ISO 354) 0.50/Class D (flat), 0.75/Class C (waved}.  
Airflow 258 Pa s/m.  
Flame resistance: AS/NZS 1530.3. AS/NZS 3837 Class 2. BS 5852 Crib 5 with treatment. 
BS 5852 part 1. EN 1021-1/2. IMO FTP Code 2010:Part 8. NF D 60 013. SN 198 898 5.3 with 
treatment. UNI 9175 1IM. US Cal. Bull. 117-2013. ÖNORM B1 / Q1. (Copy of test report 
available}.  
Care Please see the ISO symbols. 
Disinfection, see www.kvadrat.dk. 

Melange Nap
Designed by Akira Minagawa

Application Offices, hotels, institutions, domestic use. Great durability.
Description 97% new wool, worsted, 3% nylon.  
Width app. 140 cm (55 inches). Weight app. 440 g/lin.m (14.2 oz/ly).  
Material dyed. Colour differences may occur. 
Selvedge/Direction 
Abrasion App. 60,000 rubs acc. to the Martindale method. EN ISO 12947*.  
Lightfastness (ISO) 6.
Pilling (EN ISO) 3-4. 
Fastness to rubbing (ISO) dry 4-5, wet 4-5.
Sound absorption (EN ISO 354) 0.55/Class D (flat}, 0.80/Class B (waved). 
Airflow 521 Pa s/m. 
Flame resistance: AS/NZS 3837 Class 2. ASTM E84 class A unadhered. ASTM E84 Class 
B adhered. BS 5852 Grib 5 with treatment. BS 5852 Part 1. EN 1021-1/2. IMO FTP Code 
2010:Part 8. NF D 60 013. SN 198 898 5.3 with treatment. UNI 9175 1IM. US Cal. Bull. 117-
2013. (Copy of test report available).  
Care Please see the ISO symbols. 
Disinfection, see www.kvadrat.dk.

Steelcut Trio 3
Designed by Frans Dijkmeijer and Giulio Ridolfo

Application Offices, hotels, institutions, domestic use. Great durability.
Description 90% new wool, worsted, 10% nylon.  
Width app. 140 cm (55 inches). Weight app. 770 g/lin.m (24.8 oz/ly).  
Yarn dyed. Colour differences may occur.
Selvedge/Direction
Abrasion: App. 100,000 rubs acc. to the Martindale method EN ISO 12947*.
Lightfastness (ISO) 5-7. 
Pilling (EN ISO) 4.
Fastness to rubbing (ISO) dry 4-5, wet 3-5.
Sound absorption (EN ISO 354) 0.70/Class C (flat), 0.95/Class A (waved). 
Airflow 910 Pa s/m.
Flame resistance: AS/NZS 1530.3. AS/NZS 3837 Class 2. ASTM E84 Class B unadhered. 
ASTM E84 Class B adhered. BS 5852 Crib 5 with treatment. BS 5852 part 1. EN 1021-1/2. 
GB 50222 B1 with treatment. IMO FTP Code 2010:Part 8. NF D 60 013. NFPA 260. SN 198 
898 5.3 with treatment. UNI 9175 1IM. US Cal. Bull. 117-2013. ÖNORM B1 / Q1. (Copy of 
test report available).
Care Please see the ISO symbols.
Disinfection, see www.kvadrat.dk.

Quality and environmental system accreditation according to ISO 9001 and ISO 14001.
*ACT   Registered Certification Marks. Abrasion test results exceeding ACT performance 
guidelines are not an indicator of product lifespan. Multiple factors affect fabric durability 
and appearance retention. 
EU Ecolabel: Encouraging the use of sustainable fibres. Durable and high quality.
Hazardous substances restricted. Contact and further information www.kvadrat.dk US contact info: 1-800-620-9309

Canvas 2
Designed by Giulio Ridolfo 

Application Offices, hotels, institutions, domestic use. Great durability.  
Description 90% new wool, worsted, 10% nylon.  
Width app. 140 cm (55 inches). Weight app. 480 g/lin.m (15.5 oz/ly).  
Material dyed. Colour differences may occur.  
Selvedge/Direction  
Abrasion App. 100,000 rubs acc. to the Martindale method. EN ISO 12947*.
Lightfastness (ISO) 5-6. 
Pilling (EN ISO) 4.
Fastness to rubbing (ISO) dry 4-5, wet 4-5.
Sound absorption (EN ISO 354) 0.60/Class C (flat), 0.80/Class B (waved). 
Airflow 849 Pa s/m.  
Flame resistance: AS/NZS 1530.3. ASTM E84 class A adhered. ASTM E84 Class A 
unadhered. BS 5852 Grib 5 with treatment. BS 5852 Part 1. EN 1021-1/2. IMO FTP  
Code 2010:Part 8. NF D 60 013. NFPA 260. SN 198 898 5.3 with treatment. UNI 9175 1IM. 
US Cal. Bull. 117-2013. ÖNORM B1 / Q1. (Copy of test report available).
Care Please see the ISO symbols. 
Disinfection, see www.kvadrat.dk.

Broken Twill Weave
Designed by Jonathan Olivares

Application Offices, hotels, institutions, domestic use. Great durability.
Description 100% post-consumer recycled polyester.  
Width app. 140 cm (55 inches). Weight app. 500 g/lin.m (16.1 oz/ly).  
Yarn dyed. Colour differences may occur. 
Selvedge/Direction 
Abrasion App. 95,000 rubs acc. to the Martindale method. EN ISO 12947*.  
Lightfastness (ISO) 7. 
Pilling (EN ISO) 5. 
Fastness to rubbing (ISO) dry 5, wet 5.
Sound absorption (EN ISO 354} 0.55/Class D (flat}, 0.80/Class B (waved).  
Airflow 355 Pa s/m. 
Flame resistance:AS/NZS 3837 Class 1. ASTM E84 class A adhered. ASTM E84 Class A 
unadhered. BS 5852 Grib 5 with treatment. BS 5852 part 1 with treatment. EN 1021-1/2. 
IMO FTP Code 2010:Part 8. US Cal. Bull. 117-2013. (Copy of test report available). 
Care Please see the ISO symbols. Shrinkage app. 2% when washed at 60°C. 
Disinfection, see www.kvadrat.dk.
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https://www.kvadrat.dk/en/products/upholstery/2223-steelcut-3?id=2223:::0605:
https://www.kvadrat.dk/en/products/upholstery/1293-melange-nap?id=1293:::0191:
https://www.kvadrat.dk/en/products/upholstery/1352-broken-twill-weave?id=1352:::0376:
https://www.kvadrat.dk/en/products/upholstery/2223-steelcut-3?id=2223:::0780:
https://www.kvadrat.dk/en/products/upholstery/2223-steelcut-3?id=2223:::0975:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0636:
https://www.kvadrat.dk/en/products/upholstery/1221-canvas-2?id=1221:::0224:
https://www.kvadrat.dk/en/products/upholstery/1221-canvas-2?id=1221:::0454:
https://www.kvadrat.dk/en/products/upholstery/1352-broken-twill-weave?id=1352:::0216:
https://www.kvadrat.dk/en/products/upholstery/1221-canvas-2?id=1221:::0794:
https://www.kvadrat.dk/en/products/upholstery/2223-steelcut-3?id=2223:::0775:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0226:
https://www.kvadrat.dk/en/products/upholstery/7833-re-wool?id=7833:::0108:
https://www.kvadrat.dk/en/products/upholstery/7833-re-wool?id=7833:::0128:
https://www.kvadrat.dk/en/products/upholstery/2223-steelcut-3?id=2223:::0160:
https://www.kvadrat.dk/en/products/upholstery/1221-canvas-2?id=1221:::0134:
https://www.kvadrat.dk/en/products/upholstery/1293-melange-nap?id=1293:::0711:
https://www.kvadrat.dk/en/products/upholstery/7833-re-wool?id=7833:::0158:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0133:
https://www.kvadrat.dk/en/products/upholstery/1293-melange-nap?id=1293:::0111:
https://www.kvadrat.dk/en/products/upholstery/1221-canvas-2?id=1221:::0124:
https://www.kvadrat.dk/en/products/upholstery/2223-steelcut-3?id=2223:::0190:
https://www.kvadrat.dk/en/products/upholstery/1293-melange-nap?id=1293:::0171:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0124:
https://www.kvadrat.dk/en/products/upholstery/7833-re-wool?id=7833:::0198:
https://www.kvadrat.dk/en/products/upholstery/1221-canvas-2?id=1221:::0114:
https://www.kvadrat.dk/en/products/upholstery/2223-steelcut-3?id=2223:::0155:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0796:
https://www.kvadrat.dk/en/products/upholstery/1221-canvas-2?id=1221:::0926:
https://www.kvadrat.dk/en/products/upholstery/7833-re-wool?id=7833:::0718:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0105:
https://www.kvadrat.dk/en/products/upholstery/1221-canvas-2?id=1221:::0996:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0883:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0713:
https://www.kvadrat.dk/en/products/upholstery/7833-re-wool?id=7833:::0868:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0966:
https://www.kvadrat.dk/en/products/upholstery/1293-melange-nap?id=1293:::0951:
https://www.kvadrat.dk/en/products/upholstery/7833-re-wool?id=7833:::0768:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0746:
https://www.kvadrat.dk/en/products/upholstery/1221-canvas-2?id=1221:::0836:
https://www.kvadrat.dk/en/products/upholstery/1221-canvas-2?id=1221:::0154:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0113:
https://www.kvadrat.dk/en/products/upholstery/1221-canvas-2?id=1221:::0734:
https://www.kvadrat.dk/en/products/upholstery/1352-broken-twill-weave?id=1352:::0826:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0253:
https://www.kvadrat.dk/en/products/upholstery/1221-canvas-2?id=1221:::0446:
https://www.kvadrat.dk/en/products/upholstery/2223-steelcut-3?id=2223:::0240:
https://www.kvadrat.dk/en/products/upholstery/2223-steelcut-3?id=2223:::0445:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0453:
https://www.kvadrat.dk/en/products/upholstery/1352-broken-twill-weave?id=1352:::0616:
https://www.kvadrat.dk/en/products/upholstery/1221-canvas-2?id=1221:::0174:
https://www.kvadrat.dk/en/products/upholstery/7833-re-wool?id=7833:::0218:
https://www.kvadrat.dk/en/products/upholstery/1221-canvas-2?id=1221:::0614:
https://www.kvadrat.dk/en/products/upholstery/1352-broken-twill-weave?id=1352:::0336:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0533:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0515:
https://www.kvadrat.dk/en/products/upholstery/1221-canvas-2?id=1221:::0414:
https://www.kvadrat.dk/en/products/upholstery/2965-steelcut-trio-3?id=2965:::0153:
https://www.kvadrat.dk/en/products/upholstery/1293-melange-nap?id=1293:::0911:
https://www.kvadrat.dk/en/products/upholstery/1293-melange-nap?id=1293:::0751:

